
 
  

 
 

  

 
 

CERTIFICATE OF ANALYSIS 
FIBRE IDENTIFICATION IN BULK MATERIAL 

IOM Consulting accepts responsibility only for results obtained from samples as received. No responsibility is accepted 
for errors, which may have arisen during sampling or transportation of samples by external clients. 
 
Authorised by:  

 
S Clark 
Mineralogy Section Manager 
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Client Details: Palabora Mining Company, 1a Guildford Business 
Park, Guildford, Surrey GU2 8XG Contract No. 08641-1a

Requested By: Mr Mike Darling OH Contract Code 609-01591

Date Samples Rec'd: 15/08/06 Project No: 610

Date of Analysis: 16/08/06 Date of Issue: 24/08/06

IOM Clients Sample Details
No. Sample No.

MICRON GRADE VERMICULITE

ONE

Asbestos Type(s)
Present

The samples detailed below have been analysed qualitatively for asbestos by polarised light and dispersion 
staining as described by the Health and Safety Executive in HSG248.  The results are given below:

R38898 01591/01 NONE DETECTED

No. of Samples:
 



 
  

 
 

  

 
 

CERTIFICATE OF ANALYSIS 
FIBRE IDENTIFICATION IN BULK MATERIAL 

IOM Consulting accepts responsibility only for results obtained from samples as received. No responsibility is accepted 
for errors, which may have arisen during sampling or transportation of samples by external clients. 
 
Authorised by:  

 
S Clark 
Mineralogy Section Manager 
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Client Details: Palabora Mining Company, 1a Guildford Business 
Park, Guildford, Surrey GU2 8XG Contract No. 08641-1b

Requested By: Mr Mike Darling OH Contract Code 609-01591

Date Samples Rec'd: 15/08/06 Project No: 610

Date of Analysis: 16/08/06 Date of Issue: 24/08/06

IOM Clients Sample Details
No. Sample No.

MEDIUM GRADE VERMICULITE

ONENo. of Samples:

NONE DETECTED01591/02R38899

Asbestos Type(s)
Present

The samples detailed below have been analysed qualitatively for asbestos by polarised light and dispersion 
staining as described by the Health and Safety Executive in HSG248.  The results are given below:

 
 



 
  

 
 

  

 
 

CERTIFICATE OF ANALYSIS 
FIBRE IDENTIFICATION IN BULK MATERIAL 

IOM Consulting accepts responsibility only for results obtained from samples as received. No responsibility is accepted 
for errors, which may have arisen during sampling or transportation of samples by external clients. 
 
Authorised by:  

 
S Clark 
Mineralogy Section Manager 
 

 
 
 
 

   
 
 
 
Sheet 1 of 1 

Version 5 May05 LSTD 
 
 
 
 
 
 
                             0374 

 

Client Details: Palabora Mining Company, 1a Guildford Business 
Park, Guildford, Surrey GU2 8XG Contract No. 08641-1c

Requested By: Mr Mike Darling OH Contract Code 609-01591

Date Samples Rec'd: 15/08/06 Project No: 610

Date of Analysis: 16/08/06 Date of Issue: 24/08/06

IOM Clients Sample Details
No. Sample No.

SUPERFINE GRADE VERMICULITE

ONE

Asbestos Type(s)
Present

The samples detailed below have been analysed qualitatively for asbestos by polarised light and dispersion 
staining as described by the Health and Safety Executive in HSG248.  The results are given below:

R38900 01591/03 NONE DETECTED

No. of Samples:
 
 



 
  

 
 

  

 
 

CERTIFICATE OF ANALYSIS 
FIBRE IDENTIFICATION IN BULK MATERIAL 

IOM Consulting accepts responsibility only for results obtained from samples as received. No responsibility is accepted 
for errors, which may have arisen during sampling or transportation of samples by external clients. 
 
Authorised by:  

 
S Clark 
Mineralogy Section Manager 
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Client Details: Palabora Mining Company, 1a Guildford Business 
Park, Guildford, Surrey GU2 8XG Contract No. 08641-1d

Requested By: Mr Mike Darling OH Contract Code 609-01591

Date Samples Rec'd: 15/08/06 Project No: 610

Date of Analysis: 16/08/06 Date of Issue: 24/08/06

IOM Clients Sample Details
No. Sample No.

FINE GRADE VERMICULITE

ONENo. of Samples:

NONE DETECTED01591/04R38901

Asbestos Type(s)
Present

The samples detailed below have been analysed qualitatively for asbestos by polarised light and dispersion 
staining as described by the Health and Safety Executive in HSG248.  The results are given below:

 
 



 
  

 
 

  

 
 

CERTIFICATE OF ANALYSIS 
FIBRE IDENTIFICATION IN BULK MATERIAL 

IOM Consulting accepts responsibility only for results obtained from samples as received. No responsibility is accepted 
for errors, which may have arisen during sampling or transportation of samples by external clients. 
 
Authorised by:  

 
S Clark 
Mineralogy Section Manager 
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Client Details: Palabora Mining Company, 1a Guildford Business 
Park, Guildford, Surrey GU2 8XG Contract No. 08641-1e

Requested By: Mr Mike Darling OH Contract Code 609-01591

Date Samples Rec'd: 15/08/06 Project No: 610

Date of Analysis: 16/08/06 Date of Issue: 24/08/06

IOM Clients Sample Details
No. Sample No.

LARGE GRADE VERMICULITE

ONE

Asbestos Type(s)
Present

The samples detailed below have been analysed qualitatively for asbestos by polarised light and dispersion 
staining as described by the Health and Safety Executive in HSG248.  The results are given below:

R38902 01591/05 NONE DETECTED

No. of Samples:
 
 



 
  

 
 

  

 
 

CERTIFICATE OF ANALYSIS 
FIBRE IDENTIFICATION IN BULK MATERIAL 

IOM Consulting accepts responsibility only for results obtained from samples as received. No responsibility is accepted 
for errors, which may have arisen during sampling or transportation of samples by external clients. 
 
Authorised by:  

 
S Clark 
Mineralogy Section Manager 
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Client Details: Palabora Mining Company, 1a Guildford Business 
Park, Guildford, Surrey GU2 8XG Contract No. 08641-1f

Requested By: Mr Mike Darling OH Contract Code 609-01591

Date Samples Rec'd: 15/08/06 Project No: 610

Date of Analysis: 16/08/06 Date of Issue: 24/08/06

IOM Clients Sample Details
No. Sample No.

RSU GRADE VERMICULITE

ONENo. of Samples:

NONE DETECTED01591/06R38903

Asbestos Type(s)
Present

The samples detailed below have been analysed qualitatively for asbestos by polarised light and dispersion 
staining as described by the Health and Safety Executive in HSG248.  The results are given below:

 
 



 
  

 
 

  

 
 

CERTIFICATE OF ANALYSIS 
FIBRE IDENTIFICATION IN BULK MATERIAL 

IOM Consulting accepts responsibility only for results obtained from samples as received. No responsibility is accepted 
for errors, which may have arisen during sampling or transportation of samples by external clients. 
 
Authorised by:  

 
S Clark 
Mineralogy Section Manager 
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Client Details: Palabora Mining Company, 1a Guildford Business 
Park, Guildford, Surrey GU2 8XG Contract No. 08641-1g

Requested By: Mr Mike Darling OH Contract Code 609-01591

Date Samples Rec'd: 15/08/06 Project No: 610

Date of Analysis: 16/08/06 Date of Issue: 24/08/06

IOM Clients Sample Details
No. Sample No.

DDM GRADE VERMICULITE

ONE

Asbestos Type(s)
Present

The samples detailed below have been analysed qualitatively for asbestos by polarised light and dispersion 
staining as described by the Health and Safety Executive in HSG248.  The results are given below:

R38904 01591/07 NONE DETECTED

No. of Samples:
 


